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Name of NINGBO TIANSHENG WEBBING T
Specification/model ey
Customer CO.,LTD
Address e Trademark —
Manufacturer —a Characteristics Bags
Name of
EAR LOOP Level ——
sample
Cat of safet
Tel 13282255648 st Class A
specification
Art.No. e
Above-mentioned information by Customer-supplied
Form of Deli Sampl " i
elive ample quanti
sample receipt o Pe v
Receiving Date
5 2020-5-27 Test Category Consigned test
of Sample
Test
) GB 18401-2010
Requirements
The details of test results have been printed on the next page.
Test result .. .
2020-5-28 | =y
Date of 1§s ——
All the test items in this report were carried out under the environmental conditions
Remarks

stipulated by the corresponding standards.
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[tems Unit Requirements Results Conclusions
: . o Nylon: 75.3 cimoe
Fibre content %o Spandee: 247
Formaldehyde mg/kg <20 ND Pass
(limits: 20)
pH e 4.0~8.5 6.5 Pass
Maximum force N =20 230 Pass
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